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Physical  Thicknes Tensile
Properties S strength
EAI Unit K kg/cm
A%

Test — ASTM D882
method

a7 a

Samle - MD CD
direction

AN 100 300 250
AT 120 300 250

fRE
Elongation

at break

%

ASTM D882

MD

550
550

CcDh

600
600

BE
Haze
%

ASTM
D1003

7
13

HEaE
Tear
strength
9

ASTM
D1922
MD CD

30 100
36 100

HIPRE
Heat seal
temperatio
n

°C

32 psix 0.7
sec

FE 0 FRAEEEEIE, #2#H, Note : The above figures obtained from laboratory are for reference only.
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