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R~ 19" x48"x4.0mm &% 12K/ R~ 112" x 36" x 4.0mm &% : 125/
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i EE FE 1 CNS 3309 (CS17)
balirdes CNS 7614
RYZEMH CNS 11367

i {267 & CNS 2215
HEENE CNS 1349
abi=LE3 CNS 3299-12
amoh CNS 15546
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%€M (%) 0.12 ; EF(%) 0.05
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The Sample under Stress,

Undeformation

AR FE  EEEE
0.0013M2 > FXTBE :
4kgB4h > BmEFE12hE
FREWROK

Test method : contact area :
0.0013M? weight :

4kg stress 4h.(Chart A)
standing sample 12h, observe
the surface is OK (Chart B)
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Hardness Test : Shore/A 45
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8S51-8S3

R~ 12" x 36"
EE 4.0mm
wEE 125/3F

8SA-8SF
RY 9" x 48"
EE 4.0mm

BE 12H/3F
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NAN YA PLASTICS CORPORATION Office : 201Tun Hwa N. Road, Taipei, Taiwan
TEL : 886-2-2712 2211 ext. 8173

EBRZEE—E 3P - Plastics 3rd Division FAX : 886 - 2 - 2514 0628
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