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Physical
Properties

B Unit
A AE
Test
method
a3 E
Samle
direction
FN
F3
F9
FE
FE OF3
FJ

RE ERAESREEEE, (25 M. Note ! The above figures obtained from laboratory are for reference only.
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NAN YA PLASTICS CORPORATION

E ?ﬂjﬁﬁfﬁ
Thickness Tensile
strength
M kg/cm
N ASTM
D882
-- MD CD
30 650 300
30 650 300
30 650 300
30 650 300
30 650 300
35 600 300

BmR=R
Elongation
at break

%

ASTM D882

MD CD

450
450
450
450
450
450

500
500
500
500
500
550

BE
Haze

%

ASTM
D1003

3.8
3.9
4.2
3.9
3.9
4.5

HzsaE
Tear
strength

g

ASTM
D1922

MD CD

- 450
- 450
450
500
500
650

o O OO I

PRE=KEE PLASTICS 3rd. DIV.
ik 1105 A3EHIEIEER2015%
ADD : 201, TUN HWA N. ROAD, TAIPEI, TAIWAN, R.0.C.

TE(02)2717-8232

FAX (02)2716-6899

HINRE
Heat seal
temperati

°C

32 psi x
0.7 sec

117
117
128
115
115
128

‘¥
Friction
coeffiie

nt

ASTM
D1894

0.15
0.15
0.15
0.15
0.15
0.12



